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          	Description


          
            This method is employed to determine the specific gravities of the distillation fractions and residue of creosoteand creosote solution. It is also suitable for determining the specific gravity of quantities of oil-type preservatives too small to be determined by the hydrometer method, Standard A55.Product Details
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