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          	Description


          
            This standard is employed to determine the penetration depth of pentachlorophenol (PCP, sometimes alsoabbreviated as "penta") containing preservatives into treated wood to decide whether the treated product meets acceptance levels as prescribed in treatment standards.Product Details
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